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[bookmark: VERSION_00730_20100816]Section 00730 – Emulsified Asphalt Tack Coat

Comply with section 00730 of the Standard Construction Specifications modified as follows:

 (Use when paving streets with multiple lifts of asphalt pavement.  Obtain quantities from the designer.  Typical application rate is 0.15 gallons/square yard with asphalt tack weighing 8 pounds/gallon.)

00730.80	Asphalt – Add the following sentence.

Approximately _____ tons of asphalt in tack coat will be required on this Project.
	
